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(57) ABSTRACT

[PROBLEMS] To appropriately form a DTR medium, a pat-
terned medium, or the like in a manner less likely to cause the
problems of prolonged process time and increased cost.
[MEANS FOR SOLVING PROBLEMS] A perpendicular
magnetic recording layer 22 has a plurality of tracks 102
which define recording regions extending in a scanning direc-
tion of a magnetic head and which are arranged in parallel in
a direction intersecting with the scanning direction. The per-
pendicular magnetic recording layer 22 has a guard band
region 104 formed on its surface and provided with a groove
portion 202 which extends along the tracks 102. In a cross-
section of the perpendicular magnetic recording layer 22
taken along a plane perpendicular to the scanning direction,
the maximum depth D of the groove portion 202 is in the
range of 0.5 to 10 nm with reference to an average height
(broken line 302) of the tracks 102 between which the groove
portion 202 is interposed. The average height is obtained in
the vicinity of the centers of the tracks 102 in a widthwise
direction. The width W of a region of the groove portion 202
having a depth equal to or greater than %% of the maximum
depth is in the range of 5 to 30% of a track pitch.
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1
MAGNETIC RECORDING MEDIUM AND
METHOD OF MANUFACTURING A
MAGNETIC RECORDING MEDIUM

TECHNICAL FIELD

The present invention relates to a magnetic recording
medium and a method of manufacturing a magnetic recording
medium.

BACKGROUND ART

Recent proposals have been made about DTR (discrete
track recording) media having a patterned magnetic record-
ing layer, patterned (bit patterned) media, and other magnetic
recording media for magnetic disks for HDDs (hard disk
drives) or the like. In such magnetic recording media, the
magnetic recording layer is patterned by lithography, etching,
or the like. As a technique of forming a resist pattern in
lithography, proposal is made of a method using an imprint-
ing mold (for example, see Patent Document 1).

Proposals have also been made about methods which do
not use lithography, etching, or the like. For example, as
regards a coated magnetic disk, there is known a method in
which grooves are formed on a surface of a disk body in a
circumferential direction by pressing the disk body (for
example, see Patent Document 2).

Patent Document 1: JP-A-2006-127590

Patent Document 2: JP-A-HS5-334666

DISCLOSURE OF THE INVENTION
Problems to be Solved by the Invention

However, in those methods using lithography, etching, or
the like, a substrate must be subjected to a complicated pro-
cess. Therefore, mass production of magnetic recording
media encounters some problems, for example, prolonged
process time and increased cost.

In existing methods, a step of patterning a magnetic record-
ing layer (a discrete processing step) must be performed in the
middle of forming the layers of a magnetic recording
medium, for example, after the formation of the magnetic
recording layer and before the formation of the protection
layer. Therefore, in the middle of forming the layers, it is
necessary to remove the substrate from a film forming appa-
ratus, performing the discrete processing step, and then
mount the substrate to the film forming apparatus again. Thus,
the known discrete processing step significantly affects those
problems of prolonged process time and increased cost.

For example, in the method disclosed in Patent Document
2, it seems that the problems of prolonged process time and
increased cost are less significant. However, this method
requires softening a magnetic recording layer by heating and
thus cannot easily be applied to widely used thin-film mag-
netic disks or the like. The thin-film magnetic disks include,
for example, magnetic disks having a continuous thin-film
type magnetic layer formed by vapor deposition such as sput-
tering.

Under the above-mentioned background, there is a demand
for a method of patterning a magnetic recording layer that is
capable of avoiding the problems of prolonged process time
and increased cost. In view of the above, it is an object of the
present invention to provide a magnetic recording medium
and a method of manufacturing a magnetic recording medium
which are capable of solving the above-mentioned problems.
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Means for Solving the Problems

It is considered that the DTR media and the patterned
media must be provided with grooves or the like having a
depth corresponding to the entire thickness of the magnetic
recording layer. However, through the extensive research, the
present inventors have found that grooves having a predeter-
mined shape and small in depth as compared with the tech-
nical common sense can appropriately achieve magnetic
separation between recording regions. The present inventors
also found that such grooves can be formed in a manner less
likely to cause the problems of prolonged process time and
increased cost.

The present inventors also found that, for example, in case
of a CGC medium, even if grooves are formed at least on a
continuous film layer of the magnetic recording layer consti-
tuted by a granular layer and the continuous film layer, mag-
netic separation between the recording regions is possible.

Furthermore, the present inventors found that, not only in
the CGC medium, in case where the magnetic recording layer
has a primary recording layer for recording magnetic signals
and an auxiliary recording layer magnetically combined with
the primary recording layer, magnetic separation is possible
by forming grooves at least on the auxiliary magnetic layer.

The present inventors also found that, in case where a
magnetic recording layer has a granular structure and a mag-
netic coupling layer (not a continuous layer but a monolayer)
is formed on the magnetic recording layer to be adjacent
thereto, magnetic separation between recording regions is
possible by forming grooves at least on the magnetic coupling
layer.

The present invention may have the following structures.

(Structure 1)

A magnetic recording medium comprises a substrate and a
magnetic recording layer formed on the substrate. The mag-
netic recording layer has a plurality of tracks which define
recording regions extending in a scanning direction of a mag-
netic head and which are arranged in parallel in a direction
intersecting with the scanning direction. The magnetic
recording layer is provided with a groove portion which is
formed in a region between the tracks on the surface of the
magnetic recording layer and which extends along the tracks.
The groove portion is formed so that, in a cross-section of the
magnetic recording layer taken along a plane perpendicular to
the scanning direction, the maximum depth of the groove
portion is in the range of 0.5 to 10 nm with reference to an
average height of the tracks between which the groove portion
is interposed. The average height is obtained in the vicinity of
the centers of the tracks in a widthwise direction. In addition,
the width of a region of the groove portion having a depth
equal to or greater than Y2 of the maximum depth is in the
range of' 5 to 30% of a track pitch which is a distance between
the centers of adjacent ones of the tracks in the widthwise
direction.

With this structure, it is possible to appropriately perform
magnetic separation between the tracks. Such grooves can be
formed by directly pressing the magnetic recording layer or
an upper layer formed thereon, without using lithography,
etching, or the like. Furthermore, the grooves can be formed
even after a protection layer or the like is formed on the
magnetic recording layer. Thus, the grooves can be formed
after the layers of the magnetic recording medium are formed.
It is unnecessary to remove the substrate from a film forming
apparatus after the magnetic recording layer is formed. More-
over, the layers can be formed in a manner same as or similar
to the case where no grooves are formed. Thus, with this
structure, a DTR medium, a patterned medium, or the like can
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be appropriately formed in a manner less likely to cause the
problems of prolonged process time and increased cost.

Also, the grooves having the above-mentioned depth can
be formed with high positional accuracy as compared with
grooves having a depth corresponding to the entire thickness
of'the magnetic recording layer. Therefore, a DTR medium, a
patterned medium, or the like can be formed with high accu-
racy.

Herein, the magnetic recording medium further has addi-
tional layers, such as a protection layer and a lubricant layer,
formed on the magnetic recording layer. For example, the
protection layer, lubricant layer, and the like are formed on
the entire primary surface of the substrate to a constant thick-
ness and, on the groove portions of the magnetic recording
layer, sag down along the groove portions. With this structure,
even when the additional layers for the purposes other than
magnetic recording are formed on the magnetic recording
layer, it is possible to properly exhibit the effect of the groove
portions related to magnetic properties, such as improvement
of S/N ratio.

For example, the magnetic recording medium is a magnetic
disk comprising a disk-shaped substrate and a magnetic
recording layer formed on the substrate. In the magnetic disk,
the cross-section of the magnetic recording layer taken along
a plane perpendicular to the scanning direction is, for
example, a cross-section taken along a plane parallel to the
radial direction.

The surface of the magnetic recording layer is, for
example, one surface more distant from the substrate than the
other. The depth of each groove portion is, for example, a
depth observed in a TEM photograph of the cross-section.
The maximum depth of each groove portion is preferably in
the range of 1 to 5 nm and more preferably in the range of 3 to
4 nm. In each groove portion, a region having a depth equal to
or greater than %2 of the maximum depth has a width prefer-
ably in the range of 10 to 15% of a track pitch.

The vicinity of the center of each track in the widthwise
direction is, for example, a central area of the track having a
width in the range of 5 to 10% of the track pitch. The average
height obtained in the vicinity of the centers of the tracks in
the widthwise direction is, for example, the average of heights
with respect to a predetermined reference plane parallel to the
primary surface of the substrate.

When the magnetic recording medium is a patterned
medium, the magnetic recording layer is provided with not
only the groove portions but also concaved portions, short
grooves, or the like for separating bits in each track from one
another. For example, the concaved portions, short grooves,
or the like have a depth similar to that of the groove portions
formed between the tracks.

(Structure 2)

The magnetic recording layer contains magnetic grains of
a crystal structure. The magnetic grains under the groove
portion have a short crystal axis in a direction perpendicular
to a primary surface of the substrate as compared with the
magnetic grains in the vicinity of the center of each track in
the widthwise direction. With this structure, it is possible to
appropriately form the groove portions having necessary
functions in a DTR medium, a patterned medium, or the like.

For example, the magnetic recording layer contains mag-
netic grains of hep crystals. In this case, the crystal axis
perpendicular to the primary surface of the substrate is, for
example, the c-axis of the hep crystals. In this case, the mag-
netic grains located under the groove portions are grains of
the hep crystals with, for example, their c-axes shortened as
compared with magnetic grains in the vicinity of the center of
each track.
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The magnetic grains located under the groove portions may
be degraded in crystallinity as compared with the magnetic
grains in the vicinity of the center of each track. For example,
degraded crystallinity is an increased variation of orientation.
For example, the increased variation of orientation can be
confirmed by increase in measurements of AG50.

(Structure 3)

A method of manufacturing a magnetic recording medium
comprising a substrate and a magnetic recording layer formed
on the substrate comprises a magnetic recording layer forma-
tion step of forming the magnetic recording layer on the
substrate; a protection layer formation step of forming a pro-
tection layer on the magnetic recording layer; and a pressing
step of pressing a non-recording region of the magnetic
recording layer in a direction from an upper side of the pro-
tection layer towards a primary surface of the substrate to
form a groove portion in the non-recording region. The non-
recording region is interposed between a plurality of record-
ing regions in which magnetic signals are recorded, respec-
tively.

With this structure, the recording regions can be magneti-
cally separated, for example, by the groove portions formed
in non-recording regions. Consequently, a DTR medium, a
patterned medium, or the like is appropriately formed.

It is supposed that the groove portions are formed not by
pressing but, for example, by cutting the magnetic recording
layer. In this case, in order to form the groove portions after
the formation of a protection layer, not only the magnetic
recording layer but also the protection layer must be subjected
to cutting. However, the protection layer is hard and therefore
difficult to cut.

On the other hand, according to the Structure 3, the groove
portions can be appropriately formed even after the protection
layer is formed. Therefore, the substrate need not be removed
from a film forming apparatus after the magnetic recording
layer is formed. Thus, with this structure, a DTR medium, a
patterned medium, or the like can be formed in a manner less
likely to cause the problems of prolonged process time and
increased cost.

The magnetic recording layer may be further provided with
an additional layer, such as a lubricant layer, formed on the
protection layer. In this case, in the pressing step, non-record-
ing regions may be pressed from an upper side of the protec-
tion layer by pressing the protection layer from an upper side
of the additional layer formed on the protection layer.

(Structure 4)

The protection layer comprises a diamond-like carbon
film. The diamond-like carbon film is, for example, a carbon-
based film having a diamond-like structure. The diamond-
like carbon film may additionally contain, for example,
hydrogen, nitrogen, and the like.

The diamond-like carbon film is very hard. However, with
the Structure 4, even if such a protection layer is used, the
groove portions can be appropriately formed after the protec-
tion layer is formed.

(Structure 5)

The method further comprises a lubricant layer formation
step of forming a lubricant layer on the protection layer. The
pressing step comprises pressing the non-recording region
from an upper side of the lubricant layer. With this structure,
the groove portions can be appropriately formed after the
layers of the magnetic recording layer are continuously
formed up to the lubricant layer.

(Structure 6)

The pressing step comprises pressing the non-recording
region by using a stamper having a pattern that corresponds to
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the groove portion to be formed. With this structure, the
pressing step can be appropriately carried out.

(Structure 7)

The pressing step comprises pressing the non-recording
region by bringing a needle-like member into contact with a
surface of the magnetic recording layer. With this structure,
the pressing step can be appropriately carried out.

(Structure 8)

The recording regions are defined by a plurality of tracks
that extend in a scanning direction of a magnetic head. The
pressing step comprises forming the groove portion in a
region between the tracks. The groove portion formed in the
pressing step is formed so that, in a cross-section of the
magnetic recording layer taken along a plane perpendicular to
the scanning direction, the maximum depth of the groove
portion is in the range of 0.5 to 10 nm with reference to an
average height of the tracks between which the groove portion
is interposed, the average height being obtained in the vicinity
of the centers of the tracks in a widthwise direction. In addi-
tion, the width of a region of the groove portion having a depth
equal to or greater than Y2 of the maximum depth is in the
range of 5 to 30% of a track pitch which is a distance between
the centers of adjacent ones of the tracks in the widthwise
direction.

The above-mentioned grooves can be appropriately
formed by the pressing step. Therefore, a DTR medium, a
patterned medium, or the like can be formed in a manner less
likely to cause the problems of prolonged process time and
increased cost.

Effect of the Invention

According to the present invention, it is possible to appro-
priately form a DTR medium, a patterned medium, or the like
in a manner less likely to cause the problems of prolonged
process time and increased cost.

BEST MODES FOR CARRYING OUT THE
INVENTION

(Embodiment 1)

Now, an embodiment of the present invention will be
described with reference to the drawings. FIG. 1 shows a
structure of a magnetic recording medium 10 according to an
embodiment of the present invention. The magnetic recording
medium 10 is a magnetic disk to be mounted to a HDD (hard
disk drive) of a perpendicular magnetic recoding system and
comprises a substrate 12, an adhesion layer 14, a soft-mag-
netic layer 16, a first underlayer 18, a second underlayer 20, a
perpendicular magnetic recording layer 22, a protection layer
24, and a lubricant layer 26.

The substrate 12 is, for example, a disk base made of glass.
For example, the glass may be aluminosilicate glass, alumi-
noborosilicate glass, soda lime glass, and so on. Among oth-
ers, aluminosilicate glass is favorable. Alternatively, amor-
phous glass or crystallized glass may be used. The substrate
12 may also be a nonmagnetic substrate made of carbon, Ti,
ceramics, or the like.

The adhesion layer 14 serves to improve adhesion between
the substrate 12 and the soft-magnetic layer 16. In this
embodiment, the adhesion layer 14 is an amorphous CrTi
layer. The thickness of the adhesion layer 14 is, for example,
approximately 10 nm.

The soft-magnetic layer 16 forms a magnetic circuit
between a head and the perpendicular magnetic recording
layer 22. For example, the soft-magnetic layer 16 may be
made of a Fe-based material, a Co-based material, or the like.
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Thethickness of the soft-magnetic layer 16 is, for example, in
the range of 10 to 200 nm, preferably in the range of 20 to 100
nm.

In this embodiment, the soft-magnetic layer 16 has a plu-
rality of soft-magnetic material layers (SULs) diamagneti-
cally coupled with a Ru layer interposed therebetween. The
thickness of the Ru layer is, for example, approximately 0.9
nm. Each of the soft-magnetic material layers may be, for
example, a CoTaZr layer having an amorphous structure.
Each of the soft-magnetic material layers has a thickness in
the range of, for example, 20 to 27.5 nm.

The first underlayer 18 and the second underlayer 20 serve
to control the crystal structure of the perpendicular magnetic
recording layer 22. In this embodiment, the first underlayer
18 is a Ta layer. The first underlayer 18 has a thickness of, for
example, approximately 3 nm. The second underlayer 20 is a
Ru alloy layer. The second underlayer 20 has a thickness of,
for example, approximately 20 nm.

The perpendicular magnetic recording layer 22 is a mag-
netic layer containing magnetic grains having a crystal struc-
ture. The perpendicular magnetic recording layer 22 is pref-
erably a magnetic layer having a granular structure in which
oxides segregate at boundaries between the miniaturized
crystal grains. In this embodiment, the perpendicular mag-
netic recording layer 22 is a (CoCrPt)-6(Si0O,) layer. The
perpendicular magnetic recording layer 22 has a thickness in
the range of, for example, 5 to 45 nm, preferably in the range
of 10 to 40 nm.

The protection layer 24 serves to protect the perpendicular
magnetic recording layer 22 from impact of the head and
comprises, for example, a carbon-based film. The protection
layer 24 preferably comprises a diamond-like carbon film.
The thickness of the protection layer 24 is, for example, in the
range of 1 to 7 nm, preferably in the range of 3 to 5 nm. The
lubricant layer 26 serves to improve lubricity between the
head and the magnetic recording medium 10. The lubricant
layer 26 is, for example, a PFPE (perfluoropolyether) film
formed by dip coating.

The magnetic recording medium 10 may further contain a
thin metal layer, for example, made of CrTi or the like and, for
example, formed between the perpendicular magnetic
recording layer 22 and the protection layer 24. With this
structure, the surface of the perpendicular magnetic recording
layer 22 of a granular structure can be more appropriately
protected.

The magnetic recording medium 10 may further comprise,
as the second underlayer 20, two Ru alloy layers different in
size of crystal grains and intergrain distance from each other.
In this case, the upper layer preferably has a smaller size of
crystal grains and a longer intergrain distance. With this struc-
ture, isolation of crystal grains in the perpendicular magnetic
recording layer 22 is promoted.

FIG. 2 shows a structure of the perpendicular magnetic
recording layer 22. FIG. 2(a) is a top view of the perpendicu-
lar magnetic recording layer 22 and shows an array of tracks
102 arranged on the perpendicular magnetic recording layer
22. The tracks 102 define regions of the perpendicular mag-
netic recording layer 22 where magnetic signals are recorded
and extend in the scanning direction of the magnetic head.

In this embodiment, the perpendicular magnetic recording
layer 22 is provided with a plurality of tracks 102 arranged in
parallel to one another in a direction intersecting with the
head scanning direction. Regions interposed between every
adjacent tracks 102 define guard band regions 104 as non-
recording regions. In this embodiment, each guard band
region 104 is provided with a groove portion 202 extending
along the tracks 102.
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In this embodiment, the scanning direction of the magnetic
head is a circumferential direction of the substrate 12 (see
FIG. 1). Therefore, the tracks 102 are concentrically arranged
at a constant track pitch L. The track pitch is a distance
between the centers of the adjacent ones of the tracks 102 in
a widthwise direction. In this embodiment, the track pitch L
is, for example, in the range of 60 to 200 nm, preferably in the
range of 70 to 150 nm, more preferably in the range of 80 to
100 nm.

FIG. 2(b) is a cross-sectional view of the perpendicular
magnetic recording layer 22 and shows a structure of the
groove portion 202. The cross-section is taken along a plane
parallel to the radial direction of the substrate 12. In this
embodiment, the groove portion 202 is formed at a center
portion of each guard band region 104 in the widthwise direc-
tion. The maximum depth D of each groove portion 202 is, for
example, in the range of 0.5 to 10 nm, preferably in the range
of'1to 5 nm. For example, the depth D is a depth with respect
to the average height depicted by a broken line 302. The
average height is, for example, the average height obtained in
the vicinity of the centers of the two tracks 102 between
which the groove portion 202 is interposed.

If the maximum depth D of each groove portion 202 is
excessively deep (greater than 10 nm), cracks will be caused
to occur in the protection layer formed on the perpendicular
magnetic recording layer. From the cracks, corrosion of the
perpendicular magnetic recording layer is started.

If the maximum depth D of each groove portion 202 is
excessively shallow (smaller than 0.5 nm), no substantial
difference exists between crystal axes of the magnetic grains
at a pressed portion of the perpendicular magnetic recording
layer and those at a non-pressed portion. Therefore, perpen-
dicular magnetic anisotropy is not decreased so that magnetic
separation can not be achieved.

In each groove portion 202, a region having a depth equal
to or greater than %2 of the maximum depth D has a width W
corresponding to, for example, 5 to 30%, preferably 10 to
15%, of the track pitch L. With this structure, magnetic sepa-
ration between the tracks 102 can be appropriately per-
formed. Therefore, the magnetic recording medium 10 prop-
erly works as a DTR medium.

If the width W of each groove portion 202 is excessively
large (greater than 30%), those portions reduced in magnetic
anisotropy are increased. This results in decrease in recording
capacity.

The magnetic recording medium 10 may be a patterned
medium. In this case, the magnetic recording layer 22 is
provided with not only the groove portions 202 but also
concaved portions, short grooves, or the like for separating
bits in each track 102 from one another. The concaved por-
tions, short grooves, or the like have a depth similar to that of
the groove portions 202.

FIG. 3 is a flow chart showing a method of manufacturing
the magnetic recording medium 10. In the following descrip-
tion, the steps may be same as or similar to known steps
except for the pressing step S110.

In this embodiment, the substrate 12 is cleaned at first
(8102). Then, the substrate 12 is mounted to a film forming
apparatus such as a DC magnetron sputtering apparatus. An
adhesion layer formation step, a magnetic recording layer
formation step, and a protection layer formation step are
successively carried out to form the adhesion layer 14, the
perpendicular magnetic recording layer 22, and the protec-
tion layer 24 (S104). In the protection layer formation step,
the protection layer 24 is formed, for example, by CVD. Each
of'the adhesion layer formation step, the magnetic recording
layer formation step, and the protection layer formation step
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is carried out, for example, by using a method same as or
similar to the known method. For example, in the adhesion
layer formation step, the adhesion layer 14 is formed on the
substrate 12. In the magnetic recording layer formation step,
the perpendicular magnetic recording layer 22 is formed on
the substrate 12 after those layers from the adhesion layer 14
to the second underlayer 20 are formed thereon. As regards
the protection layer 24, the protection layer 24 is formed on
the perpendicular magnetic recording layer 22. Thus, in this
embodiment, in those steps from the adhesion layer formation
step to the protection layer formation step, the respective
layers from the adhesion layer 14 to the protection layer 24
are successively formed on the substrate 12 without removing
the substrate 12 from the film forming apparatus.

Subsequently, a lubricant layer formation step is carried
out to form the lubricant layer 26 on the protection layer 24
(S106). Preferably, the lubricant layer formation step is per-
formed in the film forming apparatus used to form those
layers up to the protection layer 24 and continuously from the
formation of these layers up to the protection layer 24. Next,
a head varnishing step is carried out to remove particles,
protrusions, and the like from the surface of the magnetic
recording medium 10 with those layers up to the lubricant
layer 26 formed thereon (S108). This head varnishing step
may be replaced by a tape varnishing step using a tape.

Next, a pressing step is performed (S110). In the pressing
step, the perpendicular magnetic recording layer 22 is pressed
in an area to be the guard band regions 104 in a direction from
an upper side of the lubricant layer 26 towards the principal
surface of the substrate 34. Thus, in the pressing step, the
groove portions 202 are formed in the guard band regions
104. When the lubricant layer 26 is formed using another film
forming apparatus different from that used to form those
layers up to the protection layer 24, the pressing step may be
carried out between the protection layer formation step and
the lubricant layer formation step.

Inthe pressing step, the guard band regions 104 are pressed
using, for example, a stamper having a pattern that corre-
sponds to the groove portions 202. The pattern that corre-
sponds to the groove portions 202 is, for example, a discrete
track pattern that corresponds to groove portions for a DTR
medium. For example, the stamper is formed by nanoimprint
technology. In this manner, the groove portions 202 can be
appropriately formed by pressing. The stamper may form
various kinds of markers on the perpendicular magnetic
recording layer 22 simultaneously with the formation of the
groove portions 202. For example, such marker may be a
marker indicating a servo starting point.

In the pressing step, the guard band regions 104 may be
pressed by bringing a needle-like member such as a needle-
like machining chip into contact with the surface of the per-
pendicular magnetic recording layer 22. In this case, it is
preferable that the needle-like member is brought into contact
with the surface of the perpendicular magnetic recording
layer 22 while the magnetic recording medium 10 is rotated.
In this case also, the groove portions 202 are appropriately
formed by pressing.

The pressing step is followed by an inspection step of
inspecting the magnetic recording medium 10 (S112). Then,
the flow chart is terminated. In the inspection step, for
example, a glide test may be performed.

According to this embodiment, the groove portions 202 are
appropriately formed after the formation of those layers up to
the lubricant layer 26. Therefore, it is unnecessary to remove
the substrate 12 from a film forming apparatus after the for-
mation of the perpendicular magnetic recording layer 22.
Thus, according to this embodiment, a DTR medium, a pat-
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terned medium, or the like can be appropriately formed in a
manner less likely to cause the problems of prolonged process
time and increased cost.

The magnetic grains under the groove portions 202 formed
in the pressing step have a short crystal axis in a direction
perpendicular to the primary surface of the substrate 12, for
example, as compared with the magnetic grains in the vicinity
of'the center of each track 102. As a result, the crystallinity of
the magnetic grains under the groove portions is inferior, for
example, as compared with that in the vicinity of the center of
each track. In this case, perpendicular magnetic anisotropy in
the guard band regions 104 is decreased so that magnetic
separation between the tracks 102 is more appropriately car-
ried out. Therefore, according to this embodiment, the groove
portions 202 having a function necessary in a DTR medium,
a patterned medium, or the like can be more appropriately
formed.

(Embodiment 2)

Hereinafter, Embodiment 2 of the present invention will be
described with reference to drawings. FIG. 5 shows a mag-
netic recording medium 10 according to one embodiment of
the present invention. FIG. 1 shows a structure of the mag-
netic recording medium 10. In this embodiment, the magnetic
recording medium 10 is a magnetic disk of a double-layered
perpendicular medium type to be mounted to a HDD (hard
disk drive) of a perpendicular magnetic recording system, and
comprises a substrate 12, an adhesion layer (a coherent layer)
14, a soft-magnetic layer 16, an underlayer 18, a perpendicu-
lar magnetic recording layer 430, a protection layer 24, and a
lubricant layer 26 in this order. The perpendicular magnetic
recording layer 430 has a granular layer 420, a coupling
control layer 422, and a continuous film layer 424.

In this embodiment, the substrate 12, the adhesion layer 14,
the soft-magnetic layer 16, the protection layer 24, and the
lubricant layer 26 are similar to those described in Embodi-
ment 1 and, therefore, description thereof is omitted.

The underlayer 18 serves to control the crystal structure of
the perpendicular magnetic recording layer 430. The under-
layer 18 may be a multilayer film composed of a plurality of
kinds of films. In this embodiment, the underlayer 18 com-
prises a first orientation control layer, a second orientation
control layer, an isolation promoting layer, and a miniaturiza-
tion promoting layer which are formed on the soft-magnetic
layer 16 in this order.

The first orientation control layer serves to control the
crystal orientation of the second orientation control layer as
an upper layer formed thereon. In this embodiment, the first
orientation control layer is, for example, a Ta layer or a
CoCrTa layer having a bec crystal structure near an amor-
phous structure. The thickness of the first orientation control
layer is, for example, approximately 3 nm. The second orien-
tation control layer serves to improve the orientation of an
upper layer formed thereon. In this embodiment, the second
orientation control layer is a Ru layer having a hcp crystal
structure. The second orientation control layer has a thickness
of, for example, approximately 10 nm.

The isolation promoting layer serves to promote isolation
of the crystal grains by separating the compositions of an
upper layer formed thereon. For example, the isolation pro-
moting layer is formed by sputtering under a gas pressure
higher than that during formation of the Ru layer as the
second orientation control layer. Thus, the isolation promot-
ing layer is formed as a layer in which crystals are small and
crystal grains are separated from one another. In this embodi-
ment, the isolation promoting layer is a Ru layer having a hep
crystal structure. The isolation promoting layer has a thick-
ness of, for example, approximately 10 nm.
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The miniaturization promoting layer serves to promote
miniaturization of crystal grains of an upper layer formed
thereon. In this embodiment, the miniaturization promoting
layer is a layer (CoCr—SiO, layer) of a granular structure
containing nonmagnetic crystal grains, in which SiO, segre-
gates at boundaries between nonmagnetic CoCr crystal
grains. In the miniaturization promoting layer, the crystal
structure of CoCr is, for example, a hep crystal structure. The
miniaturization promoting layer may partially contain CoCr
of a bee crystal structure. In the miniaturization promoting
layer, the content of Si0, is, for example, approximately 12 at
% (for example, 10 to 16 at %). The thickness of the minia-
turization promoting layer is, for example, approximately 2
nm. On the miniaturization promoting layer, the granular
layer 420 of the perpendicular magnetic recording layer 430
is formed.

The granular layer 420 has a granular structure in which
oxides segregate at boundaries between miniaturized crystal
grains, and is an example of a primary recording layer. In this
embodiment, the granular layer 420 is a CoCrPt—SiO, layer
and contains magnetic grains and a nonmagnetic substance
that magnetically separates the magnetic grains from one
another at the boundaries of the magnetic grains. The thick-
ness of the granular layer 420 is, for example, 20 nm or less,
preferably in the range of 8 to 16 nm, more preferably in the
range of 7 to 15 nm (for example, approximately 9 nm).

In the granular layer 420, the magnetic grains are crystal
grains exhibiting perpendicular magnetic anisotropy, and
reverse a magnetic moment in response to signals recorded in
the granular layer 420. In this embodiment, the magnetic
grains are CoCrPt of a hep crystal structure. The size (diam-
eter) of each magnetic grain is in the range of, for example, 5
to 20 nm, preferably in the range of 8 to 15 nm. The width of
the grain boundary of the magnetic grains is equal to or
greater than 0.5 nm, for example, in the range of 1 to 20 nm.
Herein, the width of the grain boundary of the magnetic
grains is, for example, the average of widths of the grain
boundaries of the magnetic grains in the granular layer 420.

The nonmagnetic substance contained in the granular layer
420 is a nonmagnetic oxide that segregates at the boundaries
of'the magnetic grains. In this embodiment, the nonmagnetic
substance is, for example, silicon oxide (SiO,). As the non-
magnetic substance, for example, titanium oxide (TiO,) may
be used instead of Si0,,. In the granular layer 420, the content
ratio of SiO, or the like is, for example, in the range of 10 to
16 at %, preferably in the range of 12 to 14%.

If the content ratio of SiO, or the like is equal to or higher
than 6 at %, the S/N ratio is improved by miniaturization of
the nonmagnetic substance. However, the coercive force He
and perpendicular magnetic anisotropy of the granular layer
420 itself may be degraded. It is also supposed that, conse-
quently, thermal stability of the granular layer 420 itself is
degraded. In this embodiment, however, the continuous film
layer 424 is formed on the granular layer 420. It is therefore
possible to suppress occurrence of these problems even if the
content ratio of SiO, or the like in the granular layer 420 is
increased.

The coupling control layer 422 serves to control the
strength of magnetic coupling between the granular layer 420
and the continuous film layer 424. In this embodiment, the
coupling control layer 422 is, for example, a Pd layer having
a fec crystal structure. The thickness of the coupling control
layer 422 is, for example, equal to or smaller than 2 nm, for
example, in the range of 0.5 to 1.5 nm, preferably in the range
of 0.7 to 1.0 nm (for example, approximately 0.8 nm). The
coupling control layer 422 may be a Pt layer.
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The continuous film layer 424 is a layer in which exchange
coupling in a direction parallel to the primary surface of the
substrate 12 continuously spread. The continuous film layer
424 is an example of the auxiliary magnetic layer and con-
tains magnetic grains exhibiting perpendicular magnetic
anisotropy. These magnetic grains form magnetic exchange
coupling with the magnetic grains of the granular layer 420 in
the direction perpendicular to the primary surface of the sub-
strate 12.

The width of the boundaries between these magnetic grains
is smaller than that of the boundaries of the magnetic grains in
the granular layer 420 and is, for example, equal to or smaller
than 1 nm, for example, in the range 0f 0.1 to 1 nm, preferably
in the range 0f 0.3 to 0.8 nm. With this structure, the magnetic
grains in the continuous film layer 424 form strong exchange
coupling with one another in the direction parallel to the
primary surface of the substrate 12, as compared with the
coupling force between the magnetic grains in the granular
layer 420. Therefore, with this structure, thermal stability of
recorded signals is improved by pinning magnetization of the
continuous film layer 424 by magnetization of the granular
layer 420. The thickness of the continuous film layer 424 is,
for example, in the range of 1 to 8 nm, preferably in the range
of 3 to 6 nm, more preferably in the range of 4 to 5 nm.

The ratio A/B of the thickness A of the granular layer 420
and the thickness B of the continuous film layer 424 is, for
example, in the range of 1 to 5, preferably in the range of 2 to
4. With this structure, excellent perpendicular magnetic
recording properties are exhibited by exchange coupling.
Preferably, the magnetic grains in the continuous film layer
424 have a magnetic anisotropy constant (maximum aniso-
tropic energy) Ku greater than, for example, that of a soft-
magnetic material. With this structure, the magnetic domain
walls formed in the continuous film layer 424 can be reduced
in width. The continuous film layer 424 may have a magnetic
anisotropy constant Ku greater than that of the granular layer
420. The material of the continuous film layer 424 may have
a coercive force He smaller than, for example, the coercive
force He of the material of the magnetic grains in the granular
layer 420.

In this embodiment, the continuous film layer 424 is a
multilayer film comprising CoCr layers 406 and Pd layers
408, each kind of layers being about three in number (for
example, two to three layers), alternately laminated. The
CoCr layers 406 contain magnetic grains of CoCr. Each of the
CoCr layers 406 has a thickness of, for example, approxi-
mately 0.35 nm. When the CoCr layers 406 are very thin as
described above, the magnetic grains of CoCr may not have a
crystal structure. The CoCr layer 406 may contain magnetic
grains of CoCr having a hep crystal structure. The Pd layer
408 is a nonmagnetic Pd layer having a hep crystal structure.
The Pd layer 408 has a thickness of, for example, approxi-
mately 0.8 nm. With this structure, interface magnetic anisot-
ropy is produced at the boundaries between the CoCr layers
406 and the Pd layers 408. By laminating three layers for each
kind, necessary perpendicular magnetic anisotropy is
obtained. With this structure, the continuous film layer 424
can be reduced in thickness as compared with the case where
the continuous film layer 424 is a monolayer.

The continuous film layer 424 may comprise, for example,
a Pt layer instead of the Pd layer 408. The continuous film
layer 424 may comprise a CoB layer instead of the CoCr layer
406. The continuous film layer 424 may be a multilayer film
[CoX/Pd or Pt]n comprising Co compound layers, n in num-
ber, and Pd or Pt layers, n in number, which are alternately
laminated. The continuous film layer 424 may comprise a
monolayer film with a large content of Pt. The continuous film
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layer 424 may be a monolayer film of CoCrPt, CoPt, CoPd,
FePt, CoPt;, CoPd;, amorphous TbFeCoCr, SmCos,

Nd,Fe B, Co,,Ptg,, or the like.

In Embodiment 2, in the magnetic recording layer 430
comprising the granular layer 420 and the continuous film
layer 424, at least the continuous film layer 424 is provided
with groove portions. With this structure, the recording
regions can be magnetically separated from one another.

The groove portions may be formed substantially only on
the continuous film layer. With this structure, it is unnecessary
to form the groove portions with a high aspect ratio. There-
fore, as compared with the case where the groove portions are
formed throughout the entire thickness of the magnetic
recording layer, the groove portions can be formed easily and
with high accuracy. The structure in which the groove por-
tions are formed only on the continuous film layer includes
the case where the groove portions are formed to reach a part
of the primary recording layer as far as the accuracy of the
formation of the groove portions and the man-hour required
therefor are not affected. For example, the structure includes
the case where the groove portions are formed from the con-
tinuous film layer 424 to an upper part of the granular layer
420.

In the foregoing Embodiment 2, description has been made
of'the aspect in which the grooves are formed on the continu-
ous film layer 424 as an example of the auxiliary magnetic
layer. However, the present invention is not limited to the
above-mentioned aspect. The present invention includes the
aspect in which, when a magnetic recording layer has a pri-
mary recording layer for recording magnetic signals and an
auxiliary recording layer magnetically coupled with the pri-
mary recording layer, grooves are formed at least on the
auxiliary magnetic layer. With this structure, the recording
regions can be magnetically separated from one another.

For example, the magnetic recording medium has at least
two magnetic layers different in composition and forming
exchange coupling with each other. The primary recording
layer is, for example, one of the two magnetic layers which is
greater in thickness or coercive force. The auxiliary recording
layer is a magnetic layer smaller in thickness or coercive
force. Preferably, the magnetic anisotropy constant Ku of the
auxiliary magnetic layer is greater than the magnetic anisot-
ropy constant Ku of the primary recording layer.

Preferably, in the primary recording layer and the auxiliary
magnetic layer, the groove portions are formed substantially
only on the auxiliary magnetic layer. With this structure, it is
unnecessary to form the groove portions with a high aspect
ratio. Therefore, as compared with the case where the groove
portions are formed throughout the entire thickness of the
magnetic recording layer, the groove portions can be formed
easily and with high accuracy. The structure in which the
groove portions are formed only on the auxiliary magnetic
layer includes the case where the groove portions are formed
to reach a part of the primary recording layer as far as the
accuracy of the formation of the groove portions and the
man-hour required therefor are not affected.

In the foregoing Embodiment 2, the matters related to the
position of the groove portions as well as the shape and the
dimension of the groove portions (the matters described in
connection with FIGS. 2 and 3), the matters related to the
method of forming the groove portions, such as the pressing
step, and other matters are similar to those in the Embodiment
1 and description thereof will be omitted.

(Embodiment 3)

Hereinafter, Embodiment 3 of the present invention will be
described with reference to FIG. 6.
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In this embodiment, the magnetic recording medium 10
comprises a substrate 12, an adhesion layer (a coherent layer)
14, a soft-magnetic layer 16, an underlayer 18, a perpendicu-
lar magnetic recording layer 430, a protection layer 24, and a
lubricant layer 26 in this order. The perpendicular magnetic
recording layer 430 has a granular layer 420 and a magnetic
coupling layer 425 (not a continuous layer but a monolayer)
laminated in this order.

In this embodiment, the substrate 12, the adhesion layer 14,
the soft-magnetic layer 16, the underlayer 18, the protection
layer 24, and the lubricant layer 26 are similar to those
described in Embodiment 1 and, therefore, description
thereof is omitted.

In Embodiment 3, the magnetic coupling layer comprises a
thin film formed on the magnetic recording layer of a granular
structure and exhibiting perpendicular magnetic anisotropy.
By exchange interaction of the magnetic coupling layer mag-
netically coupled with the magnetic grains in the magnetic
recording layer, the perpendicular magnetic recording layer
and the magnetic coupling layer form magnetic coupling.

For example, the magnetic coupling layer may be made of
an alloy material, such as CoCr, CoCrTa, CoCrPt, CoCrPtTa,
or CoCrPtB.

The magnetic coupling layer preferably contains at least
CoCrPt. If CoCrPt is a main component, high temperature
resistance is obtained in addition to high-density recording
capability and low-noise property of the granular layer.

The magnetic coupling layer has a non-granular structure
in which metal oxides or metal nitrides are not contained at
the boundaries between the magnetic grains (non-magnetic
grain boundaries).

The thickness of the magnetic coupling layer is, for
example, in the range of 1 to 20 nm, preferably in the range of
5to 15 nm.

The thickness of the magnetic coupling layer is preferably
equal to or smaller than twice that of the granular layer, more
preferably equal to or smaller than that of the granular layer.
The lower limit of the thickness is greater than zero. Prefer-
ably, the thickness is selected so as to exhibit the function as
the magnetic coupling layer.

In Embodiment 3, in case where the magnetic recording
layer 420 of a granular structure 420 and the magnetic cou-
pling layer (not a continuous layer but a monolayer) 425 are
provided, grooves are formed at least on the magnetic cou-
pling layer 425. With this structure, the recording regions can
be magnetically separated from one another.

Preferably, the groove portions are formed substantially
only on the magnetic coupling layer. With this structure, it is
unnecessary to form the groove portions with a high aspect
ratio. Therefore, as compared with the case where the groove
portions are formed throughout the entire thickness of the
magnetic recording layer, the groove portions can be formed
easily and with high accuracy. The structure in which the
groove portions are formed only on the magnetic coupling
layer includes the case where the groove portions are formed
to reach a part of the primary recording layer as far as the
accuracy of the formation of the groove portions and the
man-hour required therefor are not affected.

In the foregoing Embodiment 3, the matters related to the
position of the groove portions as well as the shape and the
dimension of the groove portions (the matters described in
connection with FIGS. 2 and 3), the matters related to the
method of forming the groove portions, such as the pressing
step, and other matters are similar to those in the Embodiment
1 and description thereof will be omitted.
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(Embodiment 4)

Hereinafter, Embodiment 4 of the present invention will be
described with reference to FIG. 7.

In Embodiment 4, on the medium with those layers up to
the protection layer 24 formed according to Embodiments 1
to 3, the groove portions are formed, for example, by using a
stamper having a pattern that corresponds to the groove por-
tions to be formed. Thereafter, a protection layer 25 is formed
on the protection layer 24 and the surface is flattened. Then,
the lubricant layer 26 is formed.

Hereinafter, the present invention will be described more in
detail with reference to an example.

Example 1

FIG. 4 includes views for describing Example 1. In order to
confirm the effect of the present invention, the magnetic
recording medium 10 with the groove portions 202 formed at
a part of the tracks 102 in a circumferential direction was
formed. The groove portions 202 to be formed in the guard
band regions 104 were formed at a part of the tracks 102 for
the purpose of measuring magnetic signals in the regions
having groove portions 202 by the use of an ordinary head.

FIG. 4(a) is a cross-section TEM photograph of the mag-
netic recording medium 10 according to Example 1. In this
example, the groove portions 202 having a maximum depth of
3 nm were formed. In the TEM photograph, the layer labelled
“SUL” is the soft-magnetic layer 16. The layers labelled
“UL” are the first underlayer 18 and the second underlayer 20.
The layer labelled “Mag” is the perpendicular magnetic
recording layer 22. The layers labelled “COC & Lub” are the
protection layer 24 and the lubricant layer 26. The layers
labelled “METAL FOR TEM” and “CARBON FOR TEM”
are a metal layer and a carbon layer which are formed in order
to take the TEM photograph.

FIG. 4(b) is a tracing view of the result of measurement of
magnetic signals and shows signal attenuation caused by the
groove portions 202. The lower part of FIG. 4(b) shows the
result of measurement for a single circuit in the circumferen-
tial direction. It is confirmed that a region of attenuated mag-
netic signals is present in correspondence to the region having
the groove portion 202. The upper part of FIG. 4(b) is an
enlarged view of the region of attenuated magnetic signals.
From FIG. 4(b), it is confirmed that, by formation of the
groove portions 202, a DTR medium, a patterned medium, or
the like can be appropriately formed.

Although the present invention has thus far been described
with reference to the embodiments, the technical scope of the
present invention is not limited by the scope of description of
the embodiments. It is obvious for those skilled in the art that
these embodiments may be modified or improved in various
manners. From the claims, it is obvious that modified or
improved embodiments are encompassed within the techni-
cal scope of the present invention.

INDUSTRIAL APPLICABILITY

The present invention can be suitably used, for example, in
magnetic recording media.

BRIEF DESCRIPTION OF THE DRAWINGS

FIG. 1 shows a magnetic recording medium 10 according
to an embodiment of the present invention.

FIG. 2 shows a structure of a perpendicular magnetic
recording layer 22. FIG. 2(a) is a top view of the perpendicu-
lar magnetic recording layer 22. FIG. 2(5) is a cross-sectional
view of the perpendicular magnetic recording layer 22.
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FIG. 3 is a flow chart showing a method of manufacturing
the magnetic recording medium 10.

FIG. 4 includes views for describing Example 1. FIG. 4(a)
is a cross-section TEM photograph of a magnetic recording
medium 10 according to Example 1. FIG. 4(b) is a tracing
view of the result of measurement of magnetic signals and
shows signal attenuation caused by groove portions 202.

FIG. 5 shows a structure of a magnetic recording medium
10 according to Embodiment 2 of the present invention.

FIG. 6 shows a structure of a magnetic recording medium
10 according to Embodiment 3 of the present invention.

FIG. 7 shows a structure of a magnetic recording medium
10 according to Embodiment 4 of the present invention.

REFERENCE NUMERALS

10 . . . magnetic recording medium, 12 . . . substrate,
14 . . . adhesion layer, 16 . . . soft-magnetic layer, 18 . . . first
underlayer, 20 . . . second underlayer, 22 . . . perpendicular
magnetic recording layer, 24 . . . protection layer, 26 . . .
lubricant layer, 102 . . . track, 104 . . . guard band region,
202 . . . groove portion, 302 . . . broken line.

The invention claimed is:

1. A magnetic recording medium comprising a substrate
and a magnetic recording layer formed on the substrate,
wherein:

the magnetic recording layer, comprising a primary record-

ing layer for recording magnetic signals and an auxiliary
recording layer magnetically coupled with the primary
recording layer, having a different composition from the
primary recording layer and having a smaller thickness
or coercive force than the primary recording layer, has a
plurality of tracks which define recording regions
extending in a scanning direction of a magnetic head and
which are arranged in parallel in a direction intersecting
with the scanning direction;

the magnetic recording layer being provided with a groove

portion which is formed at least in the auxiliary record-
ing layer but not extending through the primary record-
ing layer in a region between the tracks on the surface of
the magnetic recording layer and which extends along
the tracks; and

the groove portion being formed so that, in a cross-section

of the magnetic recording layer taken along a plane

perpendicular to the scanning direction:

the maximum depth of the groove portion is in the range
0f'0.5 to 10 nm with reference to an average height of
the tracks between which the groove portion is inter-
posed, the average height being obtained in the vicin-
ity of the centers of the tracks in a widthwise direc-
tion, and

the width of a region of the groove portion having a
depth equal to or greater than 2 of the maximum
depth is in the range of 10-15% of a track pitch which
is a distance between the centers of adjacent ones of
the tracks in the widthwise direction.

2. The magnetic recording medium according to claim 1,
wherein:

the magnetic recording layer contains magnetic grains of a

crystal structure;

the magnetic grains under the groove portion having a short

crystal axis in a direction perpendicular to a primary
surface of the substrate as compared with the magnetic
grains in the vicinity of the center of each track in the
widthwise direction.

3. The magnetic recording medium according to claim 1,
wherein the track pitch is in a range of 70 to 150 nm.
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4. The magnetic recording medium according to claim 1,
wherein the track pitch is in a range of 80 to 100 nm.

5. A magnetic recording medium comprising a substrate
and a magnetic recording layer formed on the substrate,
wherein:

the magnetic recording layer, comprising a primary record-

ing layer having a granular structure for recording mag-
netic signals and a magnetic coupling layer formed on
the primary recording layer and having a different com-
position from the primary recording layer, has a plurality
of tracks which define recording regions extending in a
scanning direction of a magnetic head and which are
arranged in parallel in a direction intersecting with the
scanning direction;

the magnetic recording layer being provided with a groove

portion which is formed at least in the magnetic coupling
layer but not extending through the primary recording
layer in a region between the tracks on the surface of the
magnetic recording layer and which extends along the
tracks; and

the groove portion being formed so that, in a cross-section

of the magnetic recording layer taken along a plane

perpendicular to the scanning direction:

the maximum depth of the groove portion is in the range
0f'0.5 to 10 nm with reference to an average height of
the tracks between which the groove portion is inter-
posed, the average height being obtained in the vicin-
ity of the centers of the tracks in a widthwise direc-
tion, and

the width of a region of the groove portion having a
depth equal to or greater than 2 of the maximum
depth is in the range of 10 to 15% of a track pitch
which is a distance between the centers of adjacent
ones of the tracks in the widthwise direction,

wherein the magnetic coupling layer is formed as a mono-

layer on the primary recording layer to be adjacent

thereto, said grooves being formed at least on the mag-

netic coupling layer.

6. The magnetic recording medium according to claim 5,
wherein said monolayer comprises a thin film of non-granular
material and the primary layer has a granular structure and
exhibits perpendicular magnetic anisotropy.

7. The magnetic recording medium according to claim 6,
wherein said groove is only in said magnetic coupling layer
and not in said primary recording layer.

8. The magnetic recording medium according to claim 5,
wherein a thickness of the primary recording layer is in a
range of 7 to 15 nm.

9. The magnetic recording medium according to claim 5,
wherein the primary recording layer includes a non-magnetic
substance.

10. The magnetic recording medium according to claim 9,
wherein the non-magnetic substance is selected from the
group consisting of silicon oxide and titanium oxide.

11. The magnetic recording medium according to claim 9,
wherein an amount of the non-magnetic substance is in a
range of 10 to 16%.

12. A magnetic recording medium comprising a substrate
and a magnetic recording layer formed on the substrate,
wherein:

the magnetic recording layer, comprising a primary record-

ing layer having a granular structure for recording mag-
netic signals and a magnetic coupling layer formed on
the primary recording layer and having a different com-
position from the primary recording layer, has a plurality
of tracks which define recording regions extending in a
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scanning direction of a magnetic head and which are

arranged in parallel in a direction intersecting with the

scanning direction;

the magnetic recording layer being provided with a groove

portion which is formed at least in the magnetic coupling

layer but not extending through the primary recording

layer in a region between the tracks on the surface of the

magnetic recording layer and which extends along the

tracks; and

the groove portion being formed so that, in a cross-section

of the magnetic recording layer taken along a plane

perpendicular to the scanning direction:

the maximum depth of the groove portion is in the range
0f'0.5 to 10 nm with reference to an average height of
the tracks between which the groove portion is inter-
posed, the average height being obtained in the vicin-
ity of the centers of the tracks in a widthwise direc-
tion, and

the width of a region of the groove portion having a
depth equal to or greater than 2 of the maximum
depth is in the range of 10 to 15% of a track pitch
which is a distance between the centers of adjacent
ones of the tracks in the widthwise direction,
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wherein the magnetic coupling layer is formed as a con-
tinuous layer on the primary recording layer to be adja-
cent thereto, said grooves being formed at least on the
magnetic coupling layer.

13. The magnetic recording medium according to claim 12,
wherein said continuous layer comprises a multi-layer film,
comprising CoCr layers and layers of at least one of Ptand Pd,
and having magnetic anisotropy greater than that of said
primary layer.

14. The magnetic recording medium according to claim 13,
wherein said groove is only in said magnetic coupling layer
and not in said primary recording layer.

15. The magnetic recording medium according to claim 13,
wherein said groove is in said magnetic coupling layer and
only in an upper part of said primary recording layer.

16. The magnetic recording medium according to claim 13,
wherein said CoCr layers each has a thickness of approxi-
mately 0.35 nm.

17. The magnetic recording medium according to claim 13,
wherein said at least one of Pt and Pd layers and said CoCr
layers each has a thickness of approximately 0.8 nm.
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